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DILLARD’S INC
TEST REPORT

TO: DILLARD'S LAB NO.: (6509)195-0033
DILLARD CORP. OFFICE DATE IN: July 15, 2009
1600 CANTRELL ROAD MODIFIED DATE IN: Not Applicable
LITTLE ROCK, AR72201 DATE OUT: July 21, 2009
USA. DEPARTMENT: JUuvy
NO. OF WORKING DAYS: 4
ATTN: AMANDA MILLER (DILLARD’S) PAGE: 20F3
C.C.: ANDREA (MAD ENGINE, INC)
OVERALL RATING
GOOD X
MARGINAL
FAIL
| CHILD SAFETY SUPPLEMENT: N/A |
Vendor: Mad Engine, Inc Agent: N/L
P.O. No.: HR4040-187 Factory/Manufacturer: | Pacific Sports Haiti/
Pacific (Peace Textiles)
Sample Description: King of Rock Style No.: F94KW961J
Color: Blk/White Country of Origin: Haiti
Claimed Fabric Weight: | 195 GSM Claimed Fabric Count: | N/L
Yarn Size: N/L Size Range: N/L, Submitted Size: 4/5

Sample Status:

Pre Production/ Developmental

Product Category: Knit Garment

Test Requested:

Lead In Surface Coating

Previous Report No.: N/L

Submitted Fiber

Test Request Form and Tagless Label: 100% Cotton

Content:
Actual Fiber Content: N/R
Suggested Fiber N/A
Content:

Submitted Care
Instruction(s):

Test Request Form: Machine Wash Cold With Like Colors, Only Non-Chlorine
Bleach When Needed, Tumble Dry Low, Do Not Iron If Decorated.

Tagless Label: Machine Wash Cold, With Like Colors, Only Non-Chlorine Bleach,
When Needed, Tumble Dry Low, Do Not Iron

Suggested Care N/A
Instruction(s):
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TEST PROPERTY GOOD MARG FAIL COMMENTS
DETERMINATION OF TOTAL LEAD X
IN SURFACE COATING***
***This third party report was issued to certify the tested product complied with this rule, ban standard, or
regulation

Gan s Quas D

Client Specialist
Barbara-Jean Daniels

For any administrative questions please contact Mary Jane Leopardi,

mary-jane.leopardi@us.bureauveritas.com
1-508-844-2780

For any Analytical questions please contact:
John Gerringer

508-844-2979
john.gerringer@us.bureauveritas.com

TEST RESULTS
REQUIREMENTS

DETERMINATION OF TOTAL LEAD CONTENT IN THE SURFACE COATING
AOAC 974.02 (CPSD-AN-00001-MTHD)

(PPM) Red Print: <10 ppm 90 ppm

Blue Print: <10 ppm

Yellow Print: <10 ppm
Purple Print: 7 ppm

Green Print; <10 ppm

Orange Print: 4 ppm

Grey/White Print: 4 ppm*
White Tagless Label: <40 ppm

*Cannot Separate Colors



GENERAL CONFORMITY CERTIFICATE
FOR
CONSUMER PRODUCT SAFETY IMPROVEMENT ACT

July 21, 2009
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US IMPORTER/DOMESTIC MANUFACTURER PERSON MAINTAINING RECORDS
Mad Engine, Inc. Mad Engine, Inc.
13100 Gregg St 13100 Gregg St
Poway, CA 92064 Poway, CA 92064
Tel. No.: 858-558-5270 ext 108 E-mail: andrea@madengine.com
Tel. No.: 858-558-5270 ext 108
Sample Description: King of Rock
Manufacturer: Pacific (Peace Textiles) Style No(s).: F94KW961J
Place of Manufacture: N/L Country of Origin: Haiti
Date of Manufacture: September 2008 Place of Testing: BV Taunton
350 Myles Standish Blvd.
Taunton, MA 02780
(508)844-2700
Reference No.: (6509)195-0033 Date of Testing: July 21, 2009

I (we) hereby certify that the product contained within this shipment complies with all applicable rules, bans,
regulations and standards enforced by the CPSC.

The following rules, bans, standards and regulations apply for this product:

.. Federal Regulations
CPSC product Category Test Description Law/ Act Title16CFR Part No.

Lead in Paint Lead in Surface Coating CPSA 16 CFR 1303

Note: CPSA  — Consumer Product Safety Act

FHSA  — Federal Hazardous Substances Act
PPPA  — Poison Prevention Packaging Act
RSA — Refrigerator Safety Act

FFA — Flammable Fabrics Act
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