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DILLARD’S INC
TEST REPORT

TO: DILLARD'SINC LAB NO.: (6509)279-0043
1600 CANTRELL ROAD DATE IN: Oct 06, 2009
LITTLE ROCK, AR, 72201, MODIFIED DATE IN: Oct 08, 2009
UNITED STATES DATE OUT: Oct 15, 2009

DEPARTMENT: 0465
ATTN : JOHN STARLING NO. OF WORKING DAYS: 4
ANDREA . PAGE 2 OF 4
OVERALL RATING
GOOD X
MARGINAL
FAIL
| CHILD SAFETY SUPPLEMENT: YES |
Vendor: MAD ENGINE, INC. Agent: MAD ENGINE, INC.
P.O. No.: 0056794100 Factory/Manufacturer: 3314402-MAD ENGINE,
INC./
3314400- MAD
ENGINE, INC.

Sample Description: GUITAR CREST UK Style No.: ST4KW859B

Color: CHARCOAL Country of Origin: HAITI

Claimed Fabric Weight: NOT LISTED Claimed Fabric Count: 165 G/SQ M

Yarn Size: NOT LISTED Size Range: 14/16

Season: FO9

Sample Status: DEVELOPMENT

Product Category: GARMENT

Test Requested:

LEAD IN SURFACE COATING ONLY

Previous Report No.: NOT APPLICABLE
Submitted Fiber Content: 100% COTTON

Actual Fiber Content: NOT REQUESTED
Suggested Fiber Content: | NOT REQUESTED

Submitted Care
Instruction(s):

MACHINE WASH COLD, WITH LIKE COLORS, ONLY NON-CHLORINE BLEACH,
WHEN NEEDED, TUMBLE DRY LOW, DO NOT IRON IF DECORATED

Suggested Care

Instruction(s):

NOT REQUESTED
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TEST PROPERTY GOOoD MARG FAIL COMMENTS
TOTAL LEAD CONTENT U.S. CPSC X
16CFR 1303 (NO COMPOSITE)***

*** This third party report was issued to certify the tested product complied with this rule, ban standard, or
regulation

Juha e

Client Specialist 4
Tasha Levesque

For any administrative questions please contact Tara Horton,
Tara.Horton@us.bureauveritas.com
1-508-844-2741

For any Technical questions please contact: For any Analytical questions please contact:
Cathy Rodrigues John Gerringer
508-844-2742 508-844-2979

cathy.rodrigues@us.bureauveritas.com john.gerringer@us.bureauveritas.com




VERITAS

TEST PROPERTY

TEST RESULTS

TOTAL LEAD CONTENT U.S. CPSC 16CFR 1303 (AOAC 974.02 MODIFIED)

(PPM)

Tagless Label Print: 12 /
(0.00012%)

Silvery Print: <10 / (<0.001%)

Dark Red & Red Print: <10 /
(<0.001%) Could Not Separate

Blue & Dark Blue Prints: <10 /
(<0.001%) Could Not Separate

Light Grey Print: <10 / (<0.001%)
Black Print: <10 / (<0.001%)

Grey & Light Grey Prints: <10 /
(<0.001%) Could Not Separate

* INDICATES DOES NOT MEET THE REQUIREMENT

**INDICATES MARGINAL RESULTS
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REQUIREMENTS

MAX 90.0 PPM
(0.009%)
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